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nBX CYyCNeH3UMOHHYI0,CMOJ1a

MwuHck, Benapycb

Mpoaam MNBX-cycneH3noHHyto, nponssoacTtea PVC Resin Kutai ¢ gocTtaBkon 4o MUHCK.YNakoBKa MeLLKK Ha NogaoHax B
KoHTenHepe.Cpok nocTtaBku 45 cytok B Knannegy.PRODUCT NAME PVC Resin
CAS NO. 9002-86-2

SPECIFICATION

ITEM STANDARD

Viscosity ml/g (or k value)

Average Degree of Polymerization:

106-96

65

950-850

Number of impurity particle 30

Volatiles content %, 0.40

g/ml

Appearing density

0.45

Residual after sieve 0.25mm mesh

0.063mm |

2.0

90

Number of grain/400cm2 40

Plasticizer absorbency value of 100g resin 16
Whiteness %, 74

Residual chlore thylene content mg/kg 5
Ethylidene chloride mg/kg 150

LeHa: 126 $ Tun 06baABNEHUS: Topr: ymecteH
Mpogam, npogaxa, npogaro

MapryH anekcaHap +375 296341350
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